
GROUT FOR PRESTRESSED CORED SLABS (5-2-94)

Shear keys, dowel holes, and recesses in the ends of transverse strands for the prestressed
concrete cored slabs shall be grouted with a non-shrink, non-metallic grout.  The non-shrink,
non-metallic grout shall meet the approval of the Engineer.  The minimum strength for this grout
shall be 3000 psi in 7 days.

The payment for all work and all materials necessary for the grouting shall be included in the
unit price bid for the various pay items.


	GROUT€FOR€PRESTRESSED€CORED€SLABS	(5-2-94)

